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COLORED STONE REPORT: GAL202121024

SPECIES........ccccocvmnivansininasnraiioni Natural Quartz
VARIETY ..., Rose Quartz
SHAPEANDCUT ...............ccooenn. Polished Rough
Weight ...........................ocooiii 105.13+ Carats TW
Measurements ..................cccccccoiiiiiiiiiiiiii, Varies
TRANSPARENCY......ooooiviiiiiiiee Transparent
COLORHUE................ccoi. UTTTUUTUU U RTTORRR Pink
SATURATION............cooovveie, Light to Moderate
COMMENTS:

Item Description and Characteristics are Based on a Reviewed
Sample and are Expressed as an Average, Samples Were
Selected At Random For Analysis.
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In the opinion of the Laboratory, the following are the characteristics of
the stone, or stones, described on the attached report based on
measurements, and also on observations made (10X magnified) and in
the Diamond Light, utilizing master comparison stones. Mounted stones
graded only to the extent that mounting permits examination.

THE FOLLOWING WERE, AT THE TIME OF THE EXAMINATION, THE
CHARACTERISTICS, DETERMINING THE APPRAISED VALUE OF THE
ARTICLE(S), BASED UPON GENERALLY ACCEPTED GRADING
TECHNIQUES.
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